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บทคัดยอ 
การสังเคราะหฟลมบางคารบอนคลายเพชรบนกระจกสไลดโดยเทคนิคไมโครเวฟ กําลัง

ไมโครเวฟที่ใชในการสังเคราะหคือ 650, 750 และ 900 วัตต ตามลําดับ โดยใชอัตราการไหลของ
แกสอะเซทิลีนอยูที่ 10,20,30,40,50,70,100 มิลลิลิตรตอนาที ตามลําดับ เวลาในการสังเคราะห 5 
วินาที จากการวิเคราะหดวยเทคนิครามานสเปกโตรสโคป พบวาเมื่อกําลังวัตตของไมโครเวฟและ
อัตราการไหลของแกสอะเซทิลีนเพิ่มขึ้น สงผลใหฟลมบางคารบอนคลายเพชรที่ทําการสังเคราะห
ได มีตําแหนงเลขคลื่นของ D-band เขาใกลตําแหนงเลขคลื่นของเพชร และG-band เขาใกล
ตําแหนงเลขคลื่นของแกรไฟต และผลการวิเคราะหดวยการเลี้ยวเบนของรังสีเอ็กซ (XRD) กราฟมี
ลักษณะเปน broad พีค ซ่ึงเปนการบงบอกถึงลักษณะความเปน amorphous ของฟลมบาง
คารบอนคลายเพชร ที่มีลักษณะเปน amorphous carbon ผลจากการวิเคราะหโครงสรางลักษณะ
พื้นผิวดวยกลองจุลทรรศนแรงอะตอม(AFM) และผลการวิเคราะหโดยใชกลองจุลทรรศน
อิเล็กตรอนแบบสองกราด พบวาเมื่อกําลังวัตตของไมโครเวฟและอัตราการไหลของแกสอะเซทิลีน
เพิ่มขึ้น โครงสรางลักษณะพื้นผิวจะขรุขระมากขึ้น และจะมีอนุภาคขนาดเล็กกวา 100 นาโนเมตร 
แตจะมีการเกาะเปนกลุมกอนที่มากขึ้น อีกทั้งอัตราสวนของปริมาณคารบอนก็เพิ่มขึ้นดวยจากผล
การวิเคราะหการกระจายพลังงานของรังสีเอ็กซ 
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Abstract 
 
 
 

 Synthesis of Diamond like carbon (DLC) thin film on glass slide substrate was 
done by microwave technique. The experiment using the microwave power at 650, 
750 and 900 watt and the flow rate of acetylene gas (C2H2) at 10, 20, 30,40,50,70 and 
100 ml/min for the deposition time 5 sec. Raman spectroscopy technique was found 
the microwave power and the flow rate of acetylene gas were increase the wave 
number for D-band of DLC film close to wave number of Diamond and the wave 
number for G-band of DLC film close to wave number of Graphite .The result of X-
ray diffraction(XRD) shown broad peak  indicate to the characterized of amorphous 
for DLC that the amorphous carbon. Atomic force microscope (AFM) and scanning 
electron microscopy was found that the microwave power and the flow rate of 
acetylene gas were increase the roughness of surface structure are increase and the 
size of particles less than 100 nm but the particle are increase of agglomerate and the 
energy dispersive analysis of x-ray show the ratio of carbon are increase too. 

 
 
 
 
 
 
 
 
 
 

 
 


