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บทคัดยอ 
 

อนุภาคนาโนทองคําท่ีเตรียมโดยวิธีการบด ท่ีใชโพลีไวนิลแอลกอฮอล (พวีีเอ) 5 และ 10 
เปอรเซ็นตโดยมวล เปนสเตบิไลเซอร สมบัติทางแสงของอนุภาคนาโนทองคําถูกตรวจสอบดวย
เทคนิคอัลตราไวโอเลต-วิสิเบิล สเปกโตรสโคป พบวา สเปกตรัมการดูดกลืนของอนุภาคนาโน
ทองคําข้ึนอยูกบัความเขมขนของพีวีเอและเวลาในการบด สําหรับวิธีรีดักชันทางเคมี อนุภาคนาโน
ทองคําท่ีเตรียมโดยการรีดวิซสารไฮโดรเจนเตตระคลอโรออเรตดวยไตรโซเดียมซิเตรท และถูกทํา
ใหเสถียรดวยพีวีเอ เง่ือนไขท่ีดีท่ีสุดของอนุภาคนาโนทองคํา ไดจากการใชไตรโซเดียมซิเตรท
ปริมาณ 0.30-0.80 มิลลิลิตร แลววเิคราะหดวยเทคนคิอัลตราไวโอเลต-วิสิเบิล สเปกโตรสโคป 
และเทคนิคจุลทรรศนศาสตรอิเล็กตรอนแบบสองผาน (TEM) พบวา สเปกตรัมการดูดกลืนมียอด
การดูดกลืนตํ่าสุด เม่ือใชไตรโซเดียมซิเตรทปริมาณ 0.70 มิลลิลิตร และยังมีชวงการดูดกลืนท่ีแคบ
ท่ีสุด ยืนยนัไดวาอนุภาคมขีนาดและการกระจายของขนาดตํ่าท่ีสุด ดังนั้นจึงเปนเง่ือนไขท่ีดีท่ีสุด 
เสถียรภาพของอนุภาคนาโนทองคําไดจากการศึกษาสเปกตรัมการดูดกลืนของอนุภาคนาโนทองคํา
เปนระยะๆ พบวา ยอดการดูดกลืนมีการเปล่ียนแปลงหลังจากการสังเคราะห ยกเวนเง่ือนไข 0.70 
มิลลิลิตร เทานั้นท่ีไมเปล่ียนแปลง ซ่ึงยืนยันวาเง่ือนไข 0.70 มิลลิลิตร ทําใหอนุภาคนาโนทองคํามี
ความเสถียร ถึง 700 ช่ัวโมง นอกจากนี้ผล TEM ทําใหทราบวามีรูปรางใกลเคียงกับทรงกลม ซ่ึงมี
ขนาดและการกระจาย เทากบั 4.5 และ 1.4 นาโนเมตร ผลกระทบของพีวีเอท่ีมีตอพื้นผิวของ
อนุภาคนาโนทองคําถูกวิเคราะหดวยเทคนิคฟูเรียรทรานสฟอรมอินฟราเรด สเปกโตรสโคป พบวา
อนุภาคนาโนทองคําถูกยึดเกาะดวยโมเลกุลของพีวีเอ เนื่องจากพีวีเอเปนไฮโดรฟลิกโพลิเมอร และ
ละลายนํ้าไดดี ดังนั้น อนภุาคนาโนทองคําจงึสามารถกระจายตัวในน้ําได 
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ABSTRACT 
 

Gold nanoparticles (Au NPs) were prepared by grinding method using 5 and 10 wt% 
polyvinyl alcohol (PVA) as stabilizers. The optical properties of Au NPs were studied by UV-vis 
spectroscopy. It was found that the absorbance spectra of Au NPs depended on the PVA 
concentration and grinding time. For Chemical Reduction Methods, Au NPs  have been prepared 
by reduction of hydrogen tetrachloroaurate aqueous solution (HAuCl4) with trisodium citrate and 
stabilized with PVA. The optimization of Au NPs was obtained by varying the volume of 
trisodium citrate from 0.30 - 0.80 mL, and characterized by UV-vis spectroscopy and 
transmission electron microscopy (TEM). It was found that the absorbance spectra exhibited 
minimum absorption peak at condition 0.7 mL of trisodium citrate and its narrowest absorption 
width. This suggested that the size and particles size distribution of Au NPs were smallest at 
condition 0.7 mL trisodium citrate, thereby indicating the optimum conditions. Stability of Au 
NPs was achieved by monitoring absorbance spectra of Au NPs over regular time periods. It was 
found that absorption peak changed with time after synthesis except for the 0.7 mL condition 
which was stable. This suggested that, at condition 0.7 mL, the Au NPs were quite stable up to 
700 hours. Moreover, TEM results showed Au NPs obtained at optimum condition exhibited near 
spherical shapes with a mean diameter and standard deviation of 4.5 and 1.4 nm, respectively. 
The effect of PVA to surface of Au NPs was characterized by FT-IR spectroscopy. It was found 
that Au NPs was attracted by PVA molecule. Because PVA is the hydrophilic polymer and 
dissolvable water, Au NPs can be dispersed in water. 


