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บทคัดยอ 

 งานวิจัยนี้ไดศึกษาผลของสัณฐานของอนุภาคไฮดรอกซีอพาไทต (HAp) ขนาดนาโน
ไดแก สัณฐานแบบกลม แบบแทง และแบบเข็ม ตอสมบัติของเซรามิกไบเฟสิกแคลเซียมฟอสเฟต 
(BCP) โดยทําการตรวจสอบคาสมบัติตางๆสามารถสรุปไดวารูปแบบสัณฐานของอนุภาค HAp ไม
สงผลตอเฟสของเซรามิก BCP เม่ือผานกระบวนการเผาซินเตอรพบวาท่ีอุณหภูมิ 1200 oC ช้ินงาน
เซรามิก BCP เร่ิมเกิดเฟสแอลฟาไตรแคลเซียมฟอสเฟต (-TCP) เหมือนกันท้ังหมด ในทาง
สมบัติทางกายภาพนั้น พฤติกรรมของเซรามิก BCP มีแนวโนมเปนไปในทิศทางเดียวกัน แต
สัณฐานของอนุภาค HAp สงผลใหคาตางๆของสมบัติทางกายภาพมีคาแตกตางกัน ในสวนของ
สมบัติทางกลนั้นกลาวไดวาลักษณะมิติของสัณฐาน HAp สงผลตอคามอดูลัสความยืดหยุนของ
เซรามิกโดยมีลักษณะแปรผันกับระยะการแตกหักของเซรามิก BCP สุดทายสมบัติทางเคมีโดย
วิเคราะหดวยเทคนิค FTIR พบวาท่ีความหนาแนนมากท่ีสุดของเซรามิก BCP แตละเง่ือนไขพบวา
สงผลตอการเปล่ียนแปลงกลุมฟงช่ันอยางมากโดยเมื่ออุณหภูมิซินเตอรสูงข้ึนพบวาหมูฟงกช่ัน  
ไฮดรอกซิล (OH-) ของเซรามิก BCP จากสัณฐานแบบกลมหายไป ในขณะท่ีสัณฐานแบบแทงและ
แบบเข็มกลับพบหมูฟงกช่ัน OH- ณ บริเวณ 3500-3700 cm-1  นั่นบงบอกถึงปริมาณสารสัมพันธ
ของ HAp ในเซรามิกไดเปนอยางดีนั้นเกิดกลุมของคารบอเนตไอออนมากข้ึน (CO3

2-) โดยจะไป
รวมกับกลุมของ PO4

3- จากผลทั้งหมดอาจสรุปไดวาสมบัติของเซรามิก BCP ท่ีดีนั้นข้ึนอยูกับ
สัณฐานหรือมิติของอนุภาค HAp มากกวาขนาด เนื่องจากวาสัณฐานแบบแทงนั้นเปนรูปแบบ
ธรรมชาติของผลึก HAp ในกระดูก 
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Abstract 
   
 In this research, we study the effect of morphology of hydroxyapatite (HAp) 
nanoparticles (spherical, rod and needle) on properties of biphasic calcium phosphate ceramics 
(BCP). In XRD peak observed -TCP phase on all BCP ceramics at 1200 oC degree so 
morphological of HAp was not effected to phase transition in BCP ceramics. In physical 
properties, All ceramics were similar direction of behavior but magnitude depended on 
morphological. In case mechanical properties, the elastic modulus (compressive extension)  of 
HAp is affected to dimension of morphology more than size . Finally, the FTIR for function 
group we found when temperature was increased OH- of BCP ceramics (by spherical shape) 
disappeared, while both conditions (rod and needle shape) was found OH- absorption band in 
range 3500-3700 cm-1 and increased group of CO3

2- ions in B site by combined with group of 
PO4

3- . All result of BCP ceramics depend on morphological or dimension of HAp, specially rod 
shape because HAp in nature bone was liked its thus size was important when compared 
morphological or dimension of HAp nanoparticles 
 


