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บทคัดยอ 
 
 

 อนุภาคนาโนไทเทเนยีมไดออกไซดบริสุทธิ์ถูกสังเคราะหโดยวิธีซอล-เจลที่ดัดแปรแลว ซ่ึงใช
สารตั้งตนเปนไทเทเนยีมไอโซโพรพอกไซดที่ละลายอยูในเอทานอล ถุงเซลโลเฟนถูกใชเพื่อกั้น
สารละลายไทเทเนียมไอโซโพรพอกไซด กับสวนผสมของเอทานอล (1 ตอ 1 โดยปริมาตร), น้ํา
ปราศจากไอออนและแอมโมเนียความเขมขน 0.5-1.0 เปอรเซ็นต เพื่อกําหนดใหปฏิกิริยาเกดิ
ภายในถุงเซลโลเฟน และเปนการควบคมุอัตราการแพรของปฏิกิริยาไฮโดรลิซิส และปฏิกิริยาคอน
เดนเซชัน การเจืออนุภาคนาโนไทเทเนยีมไดออกไซดดวยรูทเีนียมปริมาณรอยละ 0.1, 0.2, 0.5, 

1.0 และ 2.0 โดยอะตอมใชวิธีอิมเพรคเนชัน ดวยการใชรูทีเนยีมอะซิทิลอะซีโทเนตในตวัทาํ
ละลายทูโลอีนเปนตัวเจือ สมบัติของตัวอยางทั้งหมดนําไปหาลักษณะเฉพาะโดยการเลี้ยวเบนของ
รังสีเอกซ, การหาพื้นที่ผิวโดยบรูนวัร เอม็เมทท และเทลเลอร, กลองจุลทรรศนอิเล็กตรอนแบบสอง
กราด-การกระจายพลังงานของรังสีเอกซ และกลองจุลทรรศนอิเล็กตรอนแบบสองผาน ขนาดผลึก
ของอนุภาคนาโนไทเทเนยีมไดออกไซดบริสุทธิ์ และอนุภาคนาโนไทเทเนียมไดออกไซดที่เจือดวย
รูทีเนียมพบในชวง 12-20 นาโนเมตร กระบวนการเรงปฏิกิริยาดวยแสงในการยอยสลายกรดฟอร
มิก, กรดออกซาลิก, ซูโครส และกลูโคส ถูกทดสอบโดยใชอนภุาคไทเทเนยีมไดออกไซด (P25 

Degussa), อนุภาคนาโนไทเทเนียมไดออกไซดบริสุทธิ์ และอนุภาคนาโนไทเทเนยีมไดออกไซดที่
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เจือดวยรูทีเนยีม เปนตวัเรงปฏิกิริยาในน้ํา ภายใตการฉายแสงยวูีเอ อัตราการยอยสลายที ่ 50 

เปอรเซ็นต ของกรดฟอรมิก โดยอนุภาคนาโนไทเทเนยีมไดออกไซดที่เจือดวยรูทีเนียมปริมาณรอย
ละ 0.1 โดยอะตอม มีคาสูงกวาอนภุาคนาโนไทเทเนยีมไดออกไซดบริสุทธิ์ และอนุภาคไทเทเนยีม
ไดออกไซด (P25 Degussa) เปน 1.50 และ 1.34 เทา ตามลําดับ ซ่ึงแสดงใหเหน็วาการเจือดวย
รูทีเนียมในปรมิาณที่เหมาะสมสามารถเพิ่มประสิทธิภาพของการเรงปฏิกิริยาดวยแสงไดมาก 
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ABSTRACT 
 

 

Pure TiO2 nanoparticles were synthesized by the modified sol-gel method using  

titanium tetraisopropoxide (TTIP) precursor dissolved in absolute ethanol. A pouch 

type cellophane membrane was employed as barrier between the precursor solution 

and the mixture of absolute ethanol (1:1 v/v) and deionized water with 0.5-1.0 % 

concentrated of ammonia in order to fix the reaction activity inside the pouch and 

control diffusion rate of hydrolysis and condensation reaction. The doping of TiO2 

nanoparticles with 0.1, 0.2, 0.5, 1.0 and 2.0 at.% Ru was performed by the 

impregnation method using ruthenium acetyl acetonate in toluene as dopant. The 

properties of the all samples were characterized by X-ray diffraction (XRD), Brunauer, 

Emmett and Teller (BET)-specific surface area, Scanning electron microscopy-

Energy dispersive spectroscopy (SEM-EDS) and transmission electron microscopy 

(TEM). The crystalline size of pure TiO2 and Ru-doped TiO2 nanopaticles were found 

to be in the range of 12-20 nm. The photocatalytic mineralization of formic acid, 

oxalic acid, sucrose and glucose was investigated using Degussa P25, pure TiO2 and 

Ru-doped TiO2 nanoparticles as photocatalysts in aqueous solutions under UVA 

irradiation. The rate of 50% mineralization of formic acid by 0.1 at.% Ru-doped TiO2 
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was 1.53 times and 1.34 times higher than that of pure TiO2 and Degussa P25, 

respectively showing high enhancement of the photocatalytic performance of TiO2 by 

doping with an optimum amount of ruthenium. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 


